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countries, where many users still are not 
connected to the electric grid, it is clear that 
alternative energy technologies are needed 
that can contribute with renewable fuels 
in signifi cant amounts. In this challenging 
context, researchers have found inspiration 
in the process of natural photosynthesis 
when they attempt to convert the plentiful, 
but intermittent, solar irradiation inci-
dent on the Earth’s surface into a storable 
fuel, using a range of methods commonly 
coined as artifi cial photosynthesis. [ 1–9 ]  

 One emerging technology to achieve such 
solar-to-fuel conversion is the “artifi cial-leaf 
device”, which essentially comprises an 
assembly of photovoltaics (PVs) that drives 
two electrocatalyst electrodes immersed in 
water. [ 10–12 ]  This device produces molecular 
hydrogen and oxygen using only sunlight 
and water as the input, and during the past 
few years its performance has improved 
drastically, with the current record for the 
solar-to-hydrogen (STH) conversion effi -

ciency being above 10%. [ 13–16 ]  It is, however, clear that in order 
to become truly sustainable and useful, the artifi cial-leaf device 
should comprise solely, or predominantly, earth-abundant mate-
rials and be produced with scalable and low-cost methods. More-
over, from a processing and transport point of view, it is prefer-
able if it can be lightweight and fl exible. 

 Perovskite materials [ 14,17–21 ]  have recently emerged as an 
interesting option to incumbent silicon [ 15,20 ]  and copper-
indium-gallium-selenide [ 16,20 ]  for the active material in PVs, due 
to a high and quickly improving solar-to-electric (STE) conver-
sion effi ciency and an opportunity for cost-effi cient, solution-
based fabrication. [ 17,18,21,23 ]  The electrocatalyst electrode com-
prises a catalytically active material deposited on the surface of 
a current collector. Commonly employed materials for the cur-
rent collector are bulk or porous metals, [ 15 ]  whereas a popular 
choice for the catalyst is various types of metal-oxides. [ 24–38 ]  
From a system-cost and practicality perspective, it is desirable to 
develop a functional lightweight and low-cost current collector 
and to identify a catalyst that is bifunctional in that it can drive 
the oxygen evolution reaction (OER) and the hydrogen evolu-
tion reaction (HER) in the same water solution. [ 14,39–44 ]  

 Here, we present an artifi cial-leaf device that delivers an STH 
effi ciency of 6.2% and a Faradaic H 2  evolution effi ciency of 100%. 
We mention that our device is not fully integrated at this stage, 

 Molecular hydrogen can be generated renewably by water splitting with 
an “artifi cial-leaf device”, which essentially comprises two electrocatalyst 
electrodes immersed in water and powered by photovoltaics. Ideally, this 
device should operate effi ciently and be fabricated with cost-effi cient means 
using earth-abundant materials. Here, a lightweight electrocatalyst electrode, 
comprising large surface-area NiCo 2 O 4  nanorods that are fi rmly anchored 
onto a carbon–paper current collector via a dense network of nitrogen-doped 
carbon nanotubes is presented. This electrocatalyst electrode is bifunctional 
in that it can effi ciently operate as both anode and cathode in the same 
alkaline solution, as quantifi ed by a delivered current density of 10 mA cm −2  
at an overpotential of 400 mV for each of the oxygen and hydrogen evolution 
reactions. By driving two such identical electrodes with a solution-processed 
thin-fi lm perovskite photovoltaic assembly, a wired artifi cial-leaf device is 
obtained that features a Faradaic H 2  evolution effi ciency of 100%, and a 
solar-to-hydrogen conversion effi ciency of 6.2%. A detailed cost analysis is 
presented, which implies that the material-payback time of this device is of 
the order of 100 days. 

  1.     Introduction 

 A global challenge is that the energy consumption is increasing 
at a rapid pace, while a majority of the current supply originates 
in the burning of nonrenewable fossil fuels, which contributes 
to global warming. Coupled with the progress of developing 
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as the PV assembly is wired to the electrocatalyst electrodes, and 
that such a wired system frequently has been described as PV-
driven electrolysis in the scientifi c literature. We have neverthe-
less opted to term it an artifi cial-leaf device, on the basis of that all 
of the essential components of the integrated device are in place 
and that the complete integration should be relatively straightfor-
ward. The device comprises an assembly of solution-processed 
perovskite PVs, featuring an STE effi ciency of ≈10%, which 
drives two identical electrocatalyst electrodes immersed into the 
same alkaline water solution. The bifunctional catalyst electrode 
consists of porous and polycrystalline NiCo 2 O 4  nanorods, entan-
gled with and attached to a nitrogen-doped carbon nanotubes 
(N-CNTs) network, which in turn is anchored onto a carbon 
paper (CP) current collector. At an overpotential of 400 mV, the 
catalyst electrode delivers a current density of 10 mA cm −2  for the 
anodic and cathodic reactions. This corresponds to a turn-over 
frequency per metal atom of 0.02 s −1  for oxygen evolution and 
0.04 s −1  for hydrogen evolution. The presented lightweight arti-
fi cial-leaf device represents a stepping stone toward future high-
volume fabrication using earth-abundant and low-cost materials, 
as exemplifi ed by that an accompanying cost analysis demon-
strates that the material payback time for this free-standing fuel 
producer can be of the order of 100 days.  

  2.     Results and Conclusion 

  2.1.     The Electrocatalyst Electrode 

 The catalyst electrode was synthesized in a bottom-up pro-
cess, and details on the fabrication process are available in 
the Experimental Section. In short, N-CNTs were grown on a 
CP substrate by chemical vapor deposition using a nanometer 
thin Fe/Ti bilayer as the catalyst/buffer material. The resulting 
N-CNT/CP structure was immersed into an aqueous solution, 
comprising cobalt nitrate, nickel nitrate, and urea, where it was 
hydrothermally treated at 120 °C. Nanorods were observed to 
form both on top of the N-CNT/CP and as dispersed material 
in the solution. At the conclusion of this growth process, the 
coated substrate and the dispersed nanorods were removed 
from the solution and separately heat-treated at 300 °C under 
ambient air. 

 The synthesized electrode was characterized with a wide 
range of methods, and  Figure    1  a presents a schematic of the 
derived morphology as a guide to the reader, where the larger 
(green) structures are nanorods and the fl exible and thin 
(blue) structures are N-CNTs. Figure  1 b is a scanning elec-
tron micro scopy (SEM) image, which displays that each CP 
fi bre is  covered by a dense network of nanorods and N-CNTs. 
A higher-magnifi cation SEM of the same fi bre is shown in 
Figure  1 c and it reveals an intimate intermixing of thin and 
fl exible N-CNTs (diameter = 20–30 nm) with larger and needle-
shaped nanorods (diameter = 30–100 nm). We propose that the 
intimate mixing is effectuated by that the dispersed N-dopant 
sites on the nanotubes function as effective anchoring points 
for the nanorods. [ 45,46 ]  Moreover, at several locations it is 
observed that the N-CNTs penetrate through the nanorods (see 
also Figure S1, Supporting Information). Coupled with the fi rm 
attachment of the N-CNTs onto the CP substrate, it is clear that 

facile and stable charge-transport paths between the nanorods 
and the current collector are available. We also wish to men-
tion that N-CNTs, despite a larger number of functional defects, 
have been shown to feature a higher conductivity than undoped 
CNTs. [ 47 ]   

 Figure  1 d is a high-resolution transmission electron micro-
scopy image of a small number of solution-grown nanorods, 
which demonstrates that the nanorods exhibit a rough surface. 
The corresponding electron diffraction pattern in the inset 
displays a series of dots positioned in concentric rings, which 
implies a polycrystalline nanorod structure. The combination of 
a well-dispersed morphology and a rough surface is concomi-
tant with a large nanorod surface area, which is an attractive 
feature of a catalyst material. 

 The elemental composition of the catalyst electrode was 
measured to be Ni, Co, O, N, and C using energy dispersive 
X-ray spectroscopy (Figure S2, Supporting Information) and 
X-ray photoelectron spectroscopy (Figure S3a, Supporting Infor-
mation). The Raman spectra of the solution-grown nanorods 
and the catalyst electrode are depicted in  Figure    2  a. For the 
solution-grown nanorods (top trace), we identify four distinct 
features centred at 184, 475, 562, and 639 cm −1 . These posi-
tions correlate perfectly with those reported in the literature for 
the F 2g , E g , F 2g , and A 1g  vibrational modes of NiCo 2 O 4 . [ 29 ]  The 
same NiCo 2 O 4  peaks are also observed for the catalyst electrode 
(bottom trace), although they are broadened and slightly down-
shifted in comparison to the solution-grown nanorods. We 
assign this spectral change to the observed direct interactions 
between the NiCo 2 O 4  nanorods and the N-CNTs in the catalyst 
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 Figure 1.    a) Schematic of the morphology of the catalyst electrode, dis-
playing thin and fl exible (blue) N-CNTs anchored onto a (grey) CP sub-
strate, between which needle-shaped (green) nanorods are dispersed. 
b) SEM image of the catalyst electrode structure, showing a CP fi bre 
densely coated with N-CNTs and nanorods. c) High-magnifi cation SEM 
image of the electrode structure, displaying a well-blended mixture of fl ex-
ible N-CNTs and rigid and needle-shaped nanorods. d) High-resolution 
transmission electron microscopy image displaying the rough surface 
of isolated nanorods. Inset: the electron diffraction pattern of isolated 
nanorods.
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electrode (see Figure  1 ). [ 48–51 ]  The presence of N-CNTs in the 
catalyst electrode is manifested in the characteristic D-band and 
G-band at 1390 cm −1  and 1650 cm −1 , respectively. [ 52 ]   

 The X-ray diffraction data (XRD) of the solution-grown 
nanorods (Figure  2 b, top trace) are in good agreement with liter-
ature values for a NiCo 2 O 4  spinel structure. [ 48,51,53 ]  For the cata-
lyst electrode (bottom trace), the data are dominated by the (002) 
and (100) refl ections from the N-CNTs (marked by * and #, 
respectively), although the (311) and (400) NiCo 2 O 4  refl ections 
are also distinguishable. [ 54,55 ]  The conclusion is thus that the 
nanorods exist in a polycrystalline spinel NiCo 2 O 4  structure, and 
that they are well-dispersed and well-anchored onto the N-CNTs. 

 For the investigation of the electrochemical properties, the 
NiCo 2 O 4 /N-CNT/CP electrode was cut into the desired shape 
and size and then immersed into an aqueous 0.1  M  KOH 
solution (pH = 13). For comparison, bare CP and N-CNT/CP 
electrodes of the same size were prepared and characterized 
under identical conditions.  Figure    3   presents linear sweep vol-
tammetry (LSV) data obtained in the HER (left) and the OER 
(right) regime. All potentials are reported with respect to the 
reversible hydrogen electrode (RHE), resulting in that the 

“zero overpotential” points for the HER and 
OER are 0 and 1.23 V versus RHE, respec-
tively. While both the CP and the N-CNT/CP 
electrodes featured low current density, i.e., 
poor catalytic activity, over the probed voltage 
range, the NiCo 2 O 4 /N-CNT/CP electrode in 
contrast displayed a high catalytic activity for 
both hydrogen and oxygen evolution. This 
capacity of the catalyst electrode is quantifi ed 
by that the overpotential  η  required to reach 
a current density of 10 mA cm −2  is  η  OER  = 
0.42 V for oxygen evolution and  η  HER  = 0.41 V 
for hydrogen evolution. These data thus dem-
onstrate that the NiCo 2 O 4  nanorod coating on 
the N-CNT/CP electrode is catalytically active 
and that it is electrically well connected to the 
CP current collector, which is in good agree-
ment with the structural analysis.  

 The temporal stability of the electrocatalyst electrode during 
operation was measured with a variety of techniques. The mor-
phology and structure before and after a long-term constant-
voltage operation were probed by X-ray photoelectron spec-
troscopy (XPS) (Figure S3b, Supporting Information), SEM 
(Figure S4, Supporting Information), and Raman spectroscopy 
(Figure S5, Supporting Information), and the observed essen-
tial invariability suggests that the electrocatalyst electrode 
structure is highly robust. The temporal evolution of the elec-
trolysis current was measured, and data for the HER current 
(at −0.4 V vs RHE) and the OER current (at +1.7 V vs RHE) 
are presented in  Figure    4  a,b, respectively. We fi nd that the HER 
current increases by 5% following more than 4 h of uninter-
rupted operation, whereas the OER current drops by 15% over 
the same time span.  

 To probe whether the entire measured current is due to 
hydrogen and oxygen gas evolution at the anode and cathode, 
respectively, we performed membrane-inlet mass spectrom-
etry experiments. Figure  4 c presents the accumulated amount 
of hydrogen gas (open white circles) and oxygen gas (solid 
red circles) as a function of time, with the accompanying 
solid lines indicating the theoretical limits. The good match 
between the measured and theoretical values for the hydrogen 
gas evolution demonstrates that the cathodic H 2  production 
occurs with 100% Faradaic effi ciency (see also right axis in 
Figure  4 c). By contrast, the 85% Faradaic effi ciency for O 2  pro-
duction on the anodic side indicates that some of the oxida-
tion current is caused by an alternative side reaction. Potential 
side-reaction culprits are hydrogen peroxide formation or the 
oxidation of the N-CNT/CP electrode support, although we in 
the latter context mention that we were unable to detect any 
accumulation of carbon dioxide in the headspace. Further 
experiments will be required to identify and eliminate the side 
reaction. 

 With the values for the Faradaic effi ciency at hand and 
by measuring the nanorod loading on the electrode to 
0.3 mg cm −2  with thermogravimetric analysis, we can calcu-
late the turnover frequency (TOF) per transition metal atom 
(Ni, Co). At a current density of 10 mA cm −2  (i.e., at an over-
potential of  η  ≈ 400 mV), we fi nd that the TOF is 0.018 s −1  
for the anodic OER and 0.042 s −1  for the cathodic HER. As 
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 Figure 2.    a) Raman spectra with assigned vibrational modes of the solution-grown nanorods 
(top) and the catalyst electrode (bottom). b) XRD patterns of the solution-grown nanorods 
(top) and of the catalyst electrode (bottom). The identifi ed NiCo 2 O 4  planes are indicated, 
while the (002) and (100) planes of the N-CNTs in the electrode are marked with (*) and (#), 
respectively.

 Figure 3.    Linear sweep voltammetry in the hydrogen-evolution (left) 
and the oxygen-evolution (right) regime. The investigated working 
electrodes are CP (blue diamonds), N-CNT/CP (red squares), and 
NiCo 2 O 4 /N-CNT/CP (black circles). The scan rate was 2 mV s –1  and the 
electrolyte was 0.1  M  KOH aqueous solution.
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this calculation is based on the assumption that the entire 
nanorod coating is catalytically active, the presented values 
represent a lower limit. [ 56 ]  

 Table S1 (Supporting Information) presents a summarizing 
comparison of the published capacity of bifunctional catalyst 
materials deposited on either carbon-based or metallic current 
collectors for water electrolysis. We fi nd that our catalyst elec-
trode displays a similar or better performance than a majority 
of the other bifunctional catalysts deposited on a carbon-based 
current collector during operation in 0.1  M  KOH aqueous solu-
tion (pH 13), as exemplifi ed by that it delivered a lower over-
potential by >100 mV for both OER and HER in comparison 
to a NiCo 2 O 4  electrocatalyst deposited on glassy carbon cur-
rent collector. [ 27,29,57–62 ]  There are however other catalyst mate-
rials deposited on metal-based current collectors (or operating 
at a higher pH) that feature a lower overpotential at the same 
drive current, but it is anticipated that such metal-based elec-
trodes will carry a much higher price and larger weight than 
the carbon-based electrode used in our study. In this context, 
we also mention that the metal loading on our catalyst electrode 
is relatively low, and attribute its high catalytic activity to the 
large surface area of the NiCo 2 O 4  nanorods and the direct and 

stabile electronic transport paths between 
the nanorods and the CP current collector as 
facilitated by the N-CNTs.  

  2.2.     The Perovskite Photovoltaic and the 
Artifi cial Leaf Device 

 The device structure of the perovskite PV is 
shown in  Figure    5  a. It was fabricated on a 
glass substrate coated with indium-tin-oxide 
(ITO) as the transparent anode. Layers of 
poly(3,4-ethylenedioxythiophene):poly(styrene 
sulfonate) (PEDOT:PSS), CH 3 NH 3 PbI 3−x Cl x  
perovskite, and [6,6]-phenyl C 61  butyric acid 
methyl ester (PCBM) were sequentially depos-
ited from solution on top of the ITO anode, 
followed by physical vapor deposition of a set 
of four Al cathodes. The complete device was 
encapsulated between two glass plates, using 
a procedure outlined in Ref.  [ 63 ]  to allow for 
ambient-air operation. More details on the 
fabrication procedure can be found in the 
Experimental Section.  

 The perovskite PV exhibits broad-range 
absorption. Specifi cally, Figure  5 b shows 
that >50% of the incident photons in the 
wavelength range between 340 and 750 nm 
are absorbed and transformed into electrons 
exiting the device structure, and that the 
peak external quantum effi ciency is 81% at 
510 nm. The performance of a typical per-
ovskite PV under 1 sun illumination and 
in darkness is presented in Figure  5 c. Our 
champion device featured a short-circuit 
current density of 19.5 mA cm −2 , an open-
circuit voltage of 1.00 V, a fi ll factor of 59%, 

and an STE conversion effi ciency of 11.5%. In total we have 
tested 60 perovskite PVs, and the average STE effi ciency is 
9.4 ± 1.0%. 

 The wired artifi cial-leaf device was fabricated by connecting 
a number of perovskite PV cells positioned on the same glass 
substrate in series, and allowing this integrated PV assembly to 
drive two catalyst electrodes immersed in a 0.1  M  KOH aqueous 
solution.  Figure    6  a presents a photograph of an operating arti-
fi cial-leaf device, with the illuminated PV assembly positioned 
to the left and the two water-immersed catalyst electrodes 
producing H 2  and O 2  gas localized to the right. A video of an 
operating device producing hydrogen gas is available in the 
Supporting Information. As observed in the photograph and 
video, we have opted to not include a membrane to separate 
the anode and cathode compartments, which might result in 
other reactions, e.g., reduction of dissolved O 2  at the cathode.  

 The “operation point” of the artifi cial-leaf device is given 
by the current ( I ) and voltage ( V ) combination generated by 
the PV assembly, which can be “consumed” by the catalyst 
electrodes. In Figure  6 b, we have (in red) plotted the  I – V  
relationships for perovskite PV assemblies comprising two, 
three, or four serially connected perovskite-PV cells with a 
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 Figure 4.    Long-term current stability of the NiCo 2 O 4 /N-CNT/CP catalyst electrode for 
a) hydrogen evolution at −0.4 V versus RHE and b) oxygen evolution at +1.7 V versus RHE. 
The measurements were executed in a three-electrode LSV setup, with the catalyst electrode 
immersed in 0.1  M  KOH aqueous solution. c) The accumulated amounts of evolved H 2  gas 
(open white circles) and O 2  gas (solid red circles) from constant-current-driven catalyst elec-
trodes, as measured by membrane-inlet mass spectrometry. The solid lines indicate the theo-
retical upper limit for the gas evolution reactions. The corresponding Faradaic effi ciencies of 
the H 2  evolution (open white squares) and the O 2  evolution (red solid squares) reactions are 
indicated by the right y-axis. The catalyst electrodes were immersed in 0.1  M  KOH aqueous 
solution and driven by 10 mA cm –2 .
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constant total photoactive area of  A  PV  = 1 cm 2 . The selec-
tion of a constant total PV area in the analysis is motivated 
by that we believe that one limiting factor for artifi cial-leaf 
devices in the future will be the footprint area occupied 
by the PVs. In this scenario, the implications are that with 
increasing number of serially connected PV cells, the deliv-
ered maximum current from the PV assembly will decrease, 
while the generated maximum voltage will increase. The  I – V  
relationship for the catalyst-electrode (in blue) was measured 
in a two-electrode setup, with the area for each catalyst-elec-
trode being  A  CAT  = 0.2 cm 2 ; the presented values for other 
catalyst-electrode areas were derived from these data through 
area renormalization. 

 As the theoretical lower voltage limit for water splitting is 
+1.23 V, it is clear from the perovskite-PV data presented in 
Figure  5 c that at least two serially connected perovskite PVs 
are required in order to produce hydrogen gas. The operating 
point of the artifi cial-leaf device is provided by the intersection 
of the PV and catalyst-electrode curves in Figure  6 b, and for the 
2-serial-PV assembly we fi nd low values for the operating cur-
rent ( I  OP ) for all reasonable catalyst-electrode areas. A signifi cant 
improvement is attained for the 3-serial-PV assembly, where the 
highest overall values for  I  OP  are attained at catalyst-electrode 
areas larger than 0.3 ×  A  PV . For smaller catalyst-electrode areas, 
the highest  I  OP  is instead achieved for the 4-serial PV assembly. 

 In Figure  6 c, we have plotted data for  I  OP  as a function of 
the ratio between the catalyst-electrode area and the total area 
of the PV assembly. The STH conversion effi ciency is directly 
dependent on  I  OP  in accordance with the equation 

 

E I

P A
STH

0,H O OP H2

in PV

2η η= × ×
×   

  ( 1)
  

 where  E  0, H2O  is the thermodynamic potential for water-splitting 
(= 1.23 V),  η  H2  is the Faradaic effi ciency for H 2  gas evolution 
(measured to be ≈100%; see Figure  4 c and related discussion), 
 P  in  represents the power density of solar radiation incident on 
the PVs (here, 100 mW cm −2 ), and  A  PV  is the total active area of 
the PV assembly. [ 64 ]  

 The STH conversion effi ciency is presented by the right 
y-axis in Figure  6 c, and the highest available value (as indicated 
by the horizontal solid black line) for reasonable values of the 
area of the catalyst electrode is achievable when the artifi cial leaf 
is driven by a 3-serial perovskite-PV assembly. Moreover, the 
STH effi ciency and  I  OP  are found to improve with increasing 
catalyst area in an asymptotic manner, which implies that the 
device performance is rather robust to variations in the effective 
active areas of the PV assembly and the catalyst electrodes close 
to the peak operation point. The device displayed in Figure  6 a 
featured a 3-serial perovskite PV assembly and an  A  CAT / A  PV  
ratio of 0.20 cm 2 /0.12 cm 2  = 1.67, which resulted in an STH 
effi ciency of 6.2%; this particular data point is marked with an 
“x” in the graph in Figure  6 c. 

 Grätzel and co-workers recently reported an artificial-
leaf device delivering a notably high STH efficiency of 
12.3%. [ 14 ]  Their device comprised a perovskite PV assembly 
(STE  efficiency = 17.3%) driving two catalyst electrodes 
composed of a NiFe layered double hydroxide deposited on 
a  Ni-foam current collector immersed in an alkaline (1  M ) 
KOH aqueous electrolyte. They selected to employ a very 
large relative active area of the catalyst with respect to the 
PV of ≈16 (whereas we used 1.67), which in combination 
with the highly alkaline solution resulted in a low overpo-
tential for the HER and OER reactions. As a consequence, 
their device could be driven by a 2-serial PV architecture, 
which is attractive from an efficiency viewpoint, as indi-
cated in Figure  6 b. 

 The stability of our artifi cial-leaf device was investigated 
under both continuous and pulsed illumination. The former 
data are presented in Figure S6 (Supporting Information), 
and reveal that the operating current has dropped by 7% after 
30 min of continuous operation, and that the decline there-
after accelerates. During pulsed illumination, as displayed 
in Figure  6 d, the device stability is improved, and apart from 
a minor drop during the fi rst two 1-min pulses the current 
remains constant throughout the test. Following systematic 
long-term testing of both the catalyst electrode (Figure  4 a,b) 
and the PV device (Figure S7, Supporting Information), we 
draw the conclusion that the main stability limiter for our wired 
artifi cial-leaf device at this stage is the perovskite PV; more 
specifi cally, it is the morphology of the active material of the 
perovskite PV that is degrading, as evidenced by the drop in 
the short-circuit current density during device operation. We 
note that others have reached the same conclusion, [ 13,65 ]  and 
that a large effort is aimed toward resolving this issue in the 
perovskite-PV community, [ 65–68 ]  with successful efforts being 
aimed at improving the crystallinity of the active layer through 
the employment of mixed organic cation perovskites, [ 64 ]  and 
the inclusion of a metal oxide layer between the active mate-
rial and the cathode. [ 65 ]  It is our intention to investigate whether 
these approaches can result in a stabilization of our artifi cal leaf 
device. 
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 Figure 5.    a) The schematic device structure of the thin-fi lm perovskite PV, 
as protected from ambient air by two epoxy-attached glass plates. b) The 
measured external quantum effi ciency as a function of wavelength, and 
c) the current density versus voltage for a perovskite PV during operation 
under 1-sun (AM1.5) illumination and in darkness.
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 For artifi cial-leaf devices to become useful and common 
commodities, it is fundamental that they are developed so that 
they can carry a competitive price tag. In order to evaluate the 
prospects of our artifi cial-leaf device in this context, we have 
performed an analysis of the materials costs and the material-
payback time for our “current lab-scale fabrication” of devices 
and following a ramp up in a “future high-volume fabrication” 
scenario. For this end, we assume that we can achieve long-
term stability of the device without signifi cantly increasing the 
material costs. 

 The breakdown of the material costs for our current lab-scale 
fabrication is displayed in Tables S2 and S3 (Supporting Infor-
mation) for the catalyst electrode and the perovskite PV, respec-
tively. The presented data are either the actual costs for mate-
rials in our laboratory or, when that value is not available, taken 
from the literature. In this analysis, we have also considered the 
total amount of material consumed during the different fabrica-
tion processes, i.e., we have also accounted for material losses 
during manufacturing. As expected, we fi nd that material cost 
per substrate area in our current processing method is very 
high at: $1 800 m −2  for the catalyst electrode and $5 200 m −2  
for the perovskite PV. For the catalyst electrode, the major cost 
drivers are the nickel nitrate, the carbon paper, the Ti and Fe 
catalysts for producing the N-CNTs, and the cobalt nitrate in 
that order. For the perovskite PV, the major cost is attributed 

to the ITO-coated glass substrate, with additional signifi cant 
contributions originating from the perovskite precursors and 
PCBM. 

 By defi ning a geometric fi ll factor (GFF) to account for the 
coverage of active device material on the substrate, we fi nd 
that the catalyst electrode carries a cost-per-area (CPA) of 
 CPA  CAT  = $2 300 m −2 , while the perovskite PV features a very 
high  CPA  PV  = $289 000 m −2 , due to the low GFF (= 1.8%) of 
our employed PV architecture. With this information at hand, 
we can calculate the cost-per-area for the artifi cial-leaf device 
using the equation 

 
CPA

A CPA A CPA

A

2
ALD

PV PV CAT CAT

PV

= +

  
  ( 2)

  

 where the “2” is included to account for that the artifi cial-leaf 
device comprises two catalyst electrodes (anode and cathode). 
We also call attention to that we have opted to normalize the 
artifi cial-leaf device cost by the total PV area, as we are of the 
opinion that the footprint area occupied by the PVs will be a 
limiting factor in the future. With a selected  A  CAT  /A  PV  ratio of 
1.67, we fi nd that  CPA  ALD  is a staggering $297 000 m −2  for our 
current lab-scale devices. 

 This value is obviously not commercially viable, and in 
order to better evaluate the potential of the artifi cial-leaf device 
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 Figure 6.    a) Photograph of an artifi cial-leaf device, comprising three serially connected perovskite PVs driving two identical electrocatalyst electrodes 
during the production of hydrogen and oxygen gas. b) The  I–V  graphs for a perovskite PV assembly, comprising two, three, or four serially connected 
cells, and for an electrocatalyst electrode. The total area of the PV assembly is constant at  A  PV  = 1 cm 2 , while the catalyst-electrode area was varied as 
indicated by the arrow. c) The operating current of the artifi cial-leaf device as a function of the ratio between the catalyst-electrode area and the total PV 
assembly area. The right axis presents the corresponding STH effi ciency values, while the black dotted lines indicate the maximum operating current for 
each PV assembly. The operation point for the artifi cial-leaf device presented in the photograph in (a) is marked with ‘×’. d) The operating current of an 
artifi cial-leaf device as a function of time, during pulsed 1-sun (AM1.5) illumination, with the pulse duration being 1 min and the duty cycle being 50%.
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technology, we have also listed projected material costs in a 
“future high-volume fabrication” scenario in Tables S4 and 
S5 (Supporting Information). The presented data are either 
current high-volume prices taken from commercial vendors’ 
offi cial listings or projections inspired by principles outlined 
in Refs.  [ 69–71 ] . Moreover, as a future high-volume fabrication 
preferably should be executed in a solution-based roll-to-roll 
process, we anticipate that the PV substrate will be shifted from 
rigid glass to fl exible polyethylene terephthalate, that solution-
processed Ag has replaced ITO as the transparent PV anode, 
and that the PV cathode is shifted from thermally evaporated 
Al to a solution-processed ZnO/Ag bilayer. [ 72 ]  We also anticipate 
that the GFF will be increased to 95% for both the catalyst elec-
trode and the perovskite PV. 

 For the high-volume scenario, we fi nd that the areal cost 
for the catalyst electrode is much lower at $6.6 m −2 , with the 
major costs being assigned to the nickel nitrate, the carbon 
paper, and the pyridine precursor. The areal cost for the per-
ovskite PV has dropped even more signifi cantly to $15.6 m −2 , 
and here we identify the Ag electrodes and the fl exible barriers 
as the most expensive constituents. By using Equation  ( 2)  , we 
fi nd that the areal cost of the artifi cial-leaf device now is a mere 
 CPA  ALD  = $38 m −2  (at  A  CAT  /A  PV  = 1.67). 

 An important commercial viability metric is the cost-per-
fuel weight ( CPF  W ). “The Fuel Cell Technologies Offi ce” and 
“The Offi ce of Energy Effi ciency and Renewable Energy” have 
announced a roadmap, which states that in order for the arti-
fi cial-leaf device technology to become competitive the  CPF  W  
should be $17.30 kg −1  H 2  in 2015 and $5.70 kg −1  H 2  in 2020; 
and with the ultimate target being $2.10 kg −1  H 2 . [ 73,74 ]  With this 
information at hand, we derived the following equation for the 
calculation of the material-payback time of our artifi cial-leaf 
device 

 

t
CPA

CPF

e

j

Z N

M
payback

ALD

W OP,PV H2

A

W,H2η
= × × ×

  
  ( 3)

  

 where  e  is the elementary charge,  j  OP,PV  is the operating cur-
rent density of the PV,  M  W,H2  is the molecular weight of the 
hydrogen fuel (2 g mol −1 ),  N  A  is Avogadro’s constant, and  Z  
accounts for the number of electrons consumed to form one 
fuel molecule (for H 2 ,  Z  = 2). For  j  OP,PV  = 5 mA cm −2  and 
 CPF  W  = $17.30 kg −1  H 2 , we fi nd that the material-payback time 
for our artifi cial-leaf device is 49 days. If we instead employ the 
ultimate $2.10 kg −1  H 2  target for  CPF  W , we fi nd that the mate-
rial payback time is a still reasonable 400 days. It is notable 
that we employed the future material cost for  CPA  ALD  in the 
above calculations, and that this value, for simplicity, does not 
account for additional costs for, e.g., equipment, personnel, and 
gas handling. It is also clear that it is critical to improve upon 
the stability of the perovskite PV so that it at least exceeds the 
material payback time. Finally, we wish to acknowledge that the 
employment of lead (in the active material of the perovskite 
PV) obviously is nondesirable from a health and environmental 
perspective, but that recent studies indicate that an essentially 
complete recycling of the lead can be attained from such PV 
devices through dissolution in a well-designed solvent and sub-
sequent electrochemical plating. [ 65 ]    

  3.     Conclusions 

 We present the synthesis and characterization of a light-weight 
and fl exible electrocatalyst electrode comprising high-surface-
area NiCo 2 O 4  nanorods attached to a carbon-paper current col-
lector via a network of nitrogen-doped carbon nanotubes. The 
catalyst electrode features a bifunctional activity at alkaline 
pH, as manifested by the production of both oxygen gas and 
hydrogen gas at a current density of 10 mA cm −2  at an over-
potential for each reaction of ≈400 mV. An artifi cial-leaf device 
was constructed by allowing an assembly of three serially con-
nected perovskite photovoltaics to drive two catalyst electrodes 
immersed in water, and under 1 sun illumination such a device 
delivers hydrogen gas at 100% Faradaic effi ciency with a solar-
to-hydrogen effi ciency of 6.2%. A cost analysis suggests that 
the material-payback time for this lightweight artifi cial leaf can 
become of the order of 100 days.  

  4.     Experimental Section 
  The Electrocatalyst Electrode : Thin layers of Ti buffer (10 nm) and Fe 

catalyst (5 nm) were sequentially thermally evaporated (Kurt J. Lesker 
PVD 75) onto a carbon paper (CP; ≈15 mΩ cm, SIGRACETGDL 10AA, 
Ion power, GER). The coated CP substrate was transferred to a chemical 
vapor deposition (CVD) chamber and heated to 800 °C under Varigon 
gas. Ammonia gas was injected into the CVD chamber at 25 mL min −1  
for 15 min, and then pyridine was injected at 8 µL min −1  for 60 min 
using a syringe pump (NEMSYS, Cetoni). Thereafter, the substrate 
was allowed to cool to room temperature under Ar gas. At the end of 
this process, a nitrogen-doped carbon nanotube (N-CNT) network was 
observed to have formed on the CP substrate. The N-CNT/CP structure 
was immersed vertically into the tefl on container of an autoclave, which 
was fi lled with 30 mL aqueous solution, comprising 0.7 × 10 –3   M  cobalt 
nitrate (Co(NO 3 ) 2 -hexahydrate, Sigma Aldrich), 0.4 × 10 –3   M  nickel nitrate 
(Ni(NO 3 ) 2 -hexahydrate, Sigma Aldrich), and 2 × 10 –3   M  urea (CH 4 N 2 O, 
Sigma Aldrich). The autoclave was maintained at 120 °C for 12 h, where 
after the substrate and the solution fi rst were separately washed with 
water and ethanol and then heat treated under air at 300 °C for 2 h. This 
resulted in the formation of the NiCo 2 O 4 /N-CNT/CP catalyst electrode 
and NiCo 2 O 4  nanorods dispersed in the synthesis solution. 

 The catalyst electrode was characterized with scanning electron 
microscopy (Zeiss Merlin FEG-SEM, acceleration voltage = 40 kV, beam 
current = 150 pA), high-resolution transmission electron microscopy 
(JEOL 2100F, voltage = 200 keV), Raman spectroscopy (Renishaw InVia 
Raman spectrometer, laser excitation wavelength = 785 nm), X-ray 
diffraction (Siemens D5000 X-ray diffractometer, Cu-Kα radiation, step 
size = 0.03°), X-ray photoemission spectroscopy (Kratos axis ultradelay-
line detector electron spectrometer, monochromatic Al K α  source, power 
= 150 W), and thermogravimetric analysis (Mettler Toledo thermal 
gravimetric analysis/differential scanning calorimetry 1 LF/948, heating 
rate = 10 °C min −1 ; end temperature = 950 °C). 

 For the LSV measurements, the working electrodes were prepared 
by cutting the as-fabricated CP, N-CNT/CP, and NiCo 2 O 4 /N-CNT/CP 
materials into a desired size. The WE was attached to a regular piece of 
glass with double-sided tape, with an Ag wire being included between the 
CP and the tape for external electric contacting. The wire and the WE edges 
were covered with an epoxy resin so that the active area of the WE exposed 
to the electrolyte was 0.2 cm 2 . The WE, a Pt rod counter electrode, and a 
Ag/AgCl reference electrode were immersed into a 0.1  M  KOH aqueous 
electrolyte (pH = 13), where the LSV scans were recorded at a scan rate of 
2 mV s −1 . The Ag/AgCl reference potential ( E  Ag/AgCl ) was converted to the 
reversible hydrogen electrode potential ( E  RHE ) using the equation 

 
0.222 0.059 pHRHE Ag/AgClE E= + + ×

  
  ( 4)
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 The 2-electrode current–voltage ( I–V ) data were recorded at a 1 cm 
interelectrode distance, using a parameter analyzer (Keithley 4200-SCS) 
operating at a sweep rate of 2 mV s −1 . 

 The amount of gas generated by the catalyst electrode during 
electrolysis was measured with membrane-inlet mass spectrometry. An 
airtight two-compartment reactor was used, where each compartment 
contained a catalyst electrode (one as the working electrode and the 
other as the counter electrode). The compartments, separated by a 
glass-frit, were fi lled with 0.1  M  KOH aqueous electrolyte. Prior to the 
measurement, the electrolyte and the headspace of the reactor were 
purged with N 2  gas for 1 h, and subsequently the gas in the reactor 
(headspace and electrolyte) was measured for a period of 1 h to establish 
a baseline. The measurement was performed by applying a constant 
current density (10 mA cm −2  and −10 mA cm −2  for O 2  and H 2  detection, 
respectively) between the two electrodes for 2 h. For every 20 min of 
the 2 h electrolysis, 100 µL of gas was extracted from the headspace of 
the working compartment using a gas-tight syringe (VICI 050025) and 
injected into the entry port of a membrane-inlet mass spectrometer 
(ThermoFinnigan Delta plus XP) for measurement. The total amount of 
gas generated during the electrolysis was the sum of the gas measured 
in the headspace of the working compartment and the dissolved gas 
in the electrolyte, as calculated using Henry’s law. [ 75 ]  The response of 
the spectrometer toward O 2  and H 2  were calibrated by injections of 
known amounts of ambient air and 5% H 2  in Ar, respectively. For the O 2  
measurement, the setup for both the reactor and the entry port of the 
spectrometer were positioned in a N 2 -fi lled glove box (VAC, Omni-Lab 
Systems) to exclude contamination of external O 2 . 

  The Perovskite Photovoltaic and the Artifi cial-Leaf Device : Patterned 
ITO-coated glass substrates (20 Ω per square, Thin Film Devices, USA) 
were cleaned by subsequent 10 min ultra-sonication in detergent (Extran 
MA01):deionized water mixture (1:10 volume ratio), deionized water, 
acetone, and isopropyl alcohol. The cleaned substrates were blown 
dry with compressed air and stored in an oven at 120 °C. Immediately 
prior to device fabrication, the ITO-coated substrates were exposed to 
UV-ozone for 10 min in a UVO-cleaner (42-220, Jelight Company). A 
PEDOT:PSS dispersion (Clevios P VP Al 4083, Heraeus) was fi ltered 
(pore size = 0.45 µm, Millex-HA, Merck) and then spin-coated onto the 
ITO substrate (spin speed = 4000 rpm, acceleration = 1000 rpm s −1 , 
time = 60 s). The PEDOT:PSS fi lm (dry thickness = 35 nm) was annealed 
on a hotplate at 120 °C for 1 h. The coated substrate was thereafter 
transferred into a N 2 -fi lled glove-box ([O 2 ], [H 2 O] < 1 ppm), where the 
remaining fabrication procedure was executed. 

 The perovskite precursors, methyl ammonium iodide (MAI, 
LumTech) and lead(II) choride (PbCl 2 , LumTech), were separately 
dissolved in dimethyl formamide (DMF, anhydrous, Sigma-Aldrich) 
in a concentration of 3 mmol mL −1 , and then mixed together at a 
{MAI : PbCl2} molar ratio of {3 : 1}. The precursor-blend solution was 
stirred at 60 °C in a N 2 -fi lled glove box overnight. The blend solution 
was thereafter fi ltered through a 1.0 µm polytetrafl uorethylene (PTFE) 
fi lter (Whatman) and a 0.45 µm PTFE fi lter (Puradisc 25 TF, VWR), and 
spin-coated on top of the PEDOT:PSS layer (spin speed = 4000 rpm, 
acceleration = 4000 rpm s −1 , time = 20 s). The 300 nm thick active-
material fi lm was annealed at 90 °C for 90 min, after which its color 
had turned dark brown. [6,6]-Phenyl-C 61 -butyric acid methylester 
(PCBM, >99.5%, Solenne) was dissolved in chlorobenzene 
(Anhydrous, Sigma-Aldrich) in a concentration of 20 mg mL −1  and the 
solution was stirred on a magnetic hotplate at 60 °C for 3 h. The PCBM 
solution was fi ltered (PTFE fi lter, 0.45 µm, Puradisc 25 TF, VWR) and 
then spin-coated (spin-speed = 1000 rpm, acceleration = 1000 rpm s −1 , 
time = 60 s) on top of the perovskite layer. The thickness of the PCBM 
layer was 55 nm. 

 Four Al top electrodes (thickness = 100 nm) were deposited onto the 
active material by thermal evaporation (base pressure <5 × 10 −6  mbar; 
UNIVEX 350 G, Leybold) through a shadow mask. The active area 
of a PV device was 2 × 2 mm 2 , as defi ned by the overlap of the Al 
top electrode and the ITO bottom electrode. The perovskite PVs were 
encapsulated to allow for ambient-air operation using a procedure 
outlined in Refs.  [ 63,76 ] . In short, a glass slide (Menzel GmbH, thickness 

0.1 mm) was attached to the PV substrate using a single-component, 
UV-curable, and low-viscosity epoxy (Ossila), which subsequently was 
cured by 15 min exposure to UV light. The current–density–voltage 
characterization was performed under 1-sun illumination (AM 1.5G, 
100 mW cm −2 , PVIV 94023A equipped with reference cell 91150V, Oriel 
Instruments), whereas the external quantum effi ciency was measured 
with a monochromator system (Oriel Instruments). The thickness of the 
fi lms was measured with a stylus profi lometer (DektakXT, Bruker) and 
calculated as the average of three different measurements on different 
locations of the fi lm. 

 Two catalyst electrodes were mounted on glass support structures, as 
described previously, and connected by wires to a 3-serial perovskite PV 
assembly to form the artifi cial-leaf device. Two wired catalyst electrodes 
were submerged into a 0.1  M  KOH aqueous solution and positioned 
at an interelectrode distance of 1 cm. The perovskite PV assembly was 
illuminated with 1 sun (AM 1.5, 100 mW cm −2 ) light and the produced 
current was measured with a Keithley 2400 source measure unit.  

  Supporting Information 
 Supporting Information is available from the Wiley Online Library or 
from the author.  
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