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doped with lanthanide complexes such as lanthanide b-diketo-
nates13,14 and for such materials, it has been observed that
often, a narrower and more intense emission occurs when
compared to the neat bulk material.15

In this context, ionic polymers are yet to be explored as hosts
for lanthanide phosphors and may provide interesting features,
in particular for applications in light emitting electrochemical
cells. Such compounds can be made from ionic liquids (ILs)
bearing polymerizable moieties, and are therefore referred to as
polymeric or polymerized ionic liquids (PILs).16–21 On the one
hand, ionic polymers based on polymerizable ILs have already
been explored as solid electrolytes.22 On the other hand it has
already been shown that ILs, or low-temperature molten salts,
can be endowed with luminescent properties by both the
inclusion of the lanthanide ion in the form of a complex
ion,23–37 and by the synthesis of lanthanide-containing nano-
particles (NPs) directly in the ILs.34,38–46 The optical properties
of the obtained materials benefited in many cases from the IL
properties. A proof-of-concept has been given for luminescent
nanoparticles in PILs, where the all-in-one synthesis of lumi-
nescent polymer-nanoparticles led to composite materials with
good results.47 Herein, we report the novel approach of endow-
ing PILs with a luminescent active centre in the non-polymeric
anion part of the material. For that reason, a set of 1-alkyl-3-
vinylimidazolium halide-based PILs was synthesised and doped
with europium(III) and terbium(III) halides.

Results and discussion

In order to obtain the lanthanide-based luminescent PILs, first
1-alkyl-3-vinylimidazolium bromide PILs were prepared by quater-
nization of 1-vinylimidazole with alkylbromides of different chain
lengths (C2–C6),48 which were then polymerized via free radical
polymerization using azo-bis(isobutyro)nitrile (AIBN) in chloro-
form (Scheme 1).49,50

The success of the polymerization reactions could be con-
firmed by nuclear magnetic resonance (NMR), Fourier Transform
Infrared (FTIR) spectroscopy (see Fig. S1–S25) and UV-Vis spectro-
scopy. The 1H-NMR spectra of the IL monomers (CnVimBr (n =
2–6)) feature three doublet of doublets signals at around 5.40, 6.03
and 7.35 ppm arising from the vinyl protons. After polymerization,
these signals are not found in the 1H-NMR spectra of the
corresponding PILs (P-CnVimBr (n = 2–6)), confirming successful
polymerization (see Fig. S11–S14). The 1H-NMR spectra of the
respective PILs display very broad signals which in some areas
even overlap each other which are caused by the formation of
different hydrocarbon backbones during the polymerization

process, a feature commonly observed.51 All of the NMR spectra
match the previously for those compounds reported data.52

The FTIR spectra of IL monomers exhibit two characteristic
bands in the regions of 960–985 cm�1 and 915–930 cm�1 that
are assigned to the C–H out-of-plane deformation vibrations of
the vinyl group. These bands are also not observed in the FTIR
spectra of the corresponding PILs (see Fig. S16–S25). The bands
above 3040 cm�1 associated with the C–H stretching vibrations
of the vinyl group cannot serve as an indicator of polymeriza-
tion progress because they are overlapped by bands related to
the aromatic C–H stretching vibrations.53

Differential scanning calorimetry (DSC) was carried out to
characterize the thermal behaviour of both, the mono- as well
as the polymers (see Fig. S26 and S35). Upon the first heating,
C2VimBr starts to melt at 64.3 1C and during the first cooling
the compound recrystallises at 59.1 1C. The second heating
shows two transitions with the first one at 87.2 1C directly
followed by the second one at 93.7 1C. The second cooling leads
to a recrystallisation step at 57.5 1C. The following cycles are
reproducible. C3VimBr and C6VimBr display similar thermal
behaviour as they could not be obtained as a crystalline solid.
The first one, after the removal of the moisture during the first
heating, only vitrification and devitrification can be observed
upon cooling and heating around �40 1C and the second one
has its glass transition around �35 1C. Also, both C4VimBr and
C5VimBr show very similar thermal behaviour. The virgin
samples melt at 81.6 1C and 51.8 1C. No crystallization, only
glass transitions at �30 1C and �29 1C upon cooling and
devitrification on heating, are observed in the subsequent
thermal cycles. The polymers, on the other hand, all show very
similar thermal behaviour with a very broad endothermic
thermal event occurring with an onset around 50 1C on heating
which corresponds to the elimination of the moisture capture
during the sample preparation. Subsequent thermal cycles are
characterized by a continuous change of the baseline. The
thermal stability of the monomers and the polymers was
probed by means of thermogravimetric analysis (TGA) at
10 1C min�1. It revealed that all compounds decompose
between 260 1C and 280 1C (variations within detection limit)
(see Fig. S36–S45).

Using these materials as a host matrix for doping optically
active ions, mandates characterization of the optical properties
of the neat materials. The UV-Vis transmission spectra of IL
monomers and PILs are presented in Fig. 1. The spectra of IL
monomers reveal a shoulder in the range of 240–260 nm, which
is ascribed to p–p* transitions of the conjugated vinyl double
bond. The shoulder is not observed in the spectra of PILs due to
the disappearance of the double bond after polymerization.
Consequently, all PILs demonstrate high transparency at short
wavelengths as well as in the entire visible range, which is
mandatory for the desired application. To further characterize
the optical properties of the neat PILs, photoluminescence
spectra where recorded (Fig. 2). Upon excitation at 315 nm,
the PILs display broad band emission with a maximum
between 420 and 430 nm. These spectral features are similar
to those observed for 1-n-alkyl-3-methylimidazolium halides54

Scheme 1 General synthesis of 1-alkyl-3-vinylimidazolium bromide ILs
(CnVimBr (n = 2–6)) and poly-1-alkyl-3-vinylimidazolium bromide (P-
CnVimBr (n = 2–6)).
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and consequently the transition is being identified as the
allowed 1p* - 1p transitions of the imidazolium head groups.

The synthesized poly(1-alkyl-3-vinylimidazolium bromides)
were then doped with lanthanide(III) halides by combining their
anhydrous ethanolic solutions followed by evaporation of etha-
nol using traditional Schlenk techniques (Scheme 2). Different
concentrations of lanthanide(III) halide (1, 5, 10 and 20 mol%
with respect to one equivalent of imidazolium in the PIL) were
explored to study the influence of the dopant concentration on
the emission properties of the final materials.

Additionally, Eu3+ can be used as a local structure probe,
as its optical properties strongly depend on the local
environment55 and thus, allowing to obtain information about
its direct surrounding in the PIL. To determine the impact of
the halide ion on the luminescent properties, both chloride and
bromide salts of Eu(III) and Tb(III) ion were investigated. The
chloride ion is a stronger ligand for lanthanide metals centres
compared to the bromide one, rendering them more water
stable. However, bromide-containing PILs bear the advantage
of easy and clean synthesis.

Europium(III) and terbium(III) were chosen because of their
reliable emission with good colour purity in red and green.
Photoluminescence measurements were performed to investi-
gate the emission properties of the Ln3+-doped PILs. First,
steady-state emission spectra were recorded upon excitation
at the f–f transition of the respective lanthanide(III) ion, namely
the 7F0 - 5L6 transition at 393 nm for the Eu3+ ion and the
7F6 - 5G6 transition at 377 nm for the Tb3+ ion. Because of
great similarity, the spectra of P-C3VimBr based compounds are
shown as representative data in Fig. 3, while the other series are
displayed in (Fig. S46–S93). Regardless of the degree of doping,
all materials, show the characteristic emission bands caused by
the typical f–f transitions of the Eu3+ and Tb3+ ions. Further-
more, particularly for low dopant concentrations, a broad
underlying band with a maximum in the blue-green region of
the visible spectrum can be noticed, similarly to the band
observed for undoped PILs originating from the p* - p
transitions of the imidazolium head groups. This can be
confirmed by time-resolved measurements (see Fig. S94). As
expected from reports on the luminescence of similar imida-
zolium based IL compounds,56 in the spectra recorded with a
delay of 0.05 ms, the broad band is no longer visible due to the
relatively short lifetimes of the p* - p transitions.57 For the
Eu3+-containing materials, the ratio of the emission intensity of
the hypersensitive electric dipole 5D0 - 7F2 transition (610 nm)
to the emission intensity of the magnetic dipole 5D0 - 7F1

transition (590 nm) is known as the asymmetry ratio and can be
used to analyse the local environment of the lanthanide(III)

Fig. 1 UV-Vis transmission spectra of IL monomers (top) and PILs
(bottom).

Fig. 2 Emission spectra of PILs collected upon excitation at l ex = 315 nm.

Scheme 2 General procedure for Ln3+-doping of the PILs.
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ion.58 The emission intensity of the hypersensitive electric
dipole transition depends strongly on the site symmetry of
the Eu3+ ion, while the magnetic dipole transition is insensitive
to the environmental changes around the Eu3+ ion. Typically,
upon reaction of lanthanide(III) halides with organic halides,
octahedral hexahalogenido complex anions are obtained.24,28,29

For [C12mim]4[EuBr6]Br a value of 1.26 is reported,35 similar
values are found for [pyH]3[EuX3] (pyH = pyridinium, X = Cl,
Br).59 For all PILs doped with EuBr3 an asymmetry ratio close to
1 (1.3 on average) independent of the doping concentrations
was found. For the EuCl3-doped PILs, the [

Ð
(5D0 - 7F2)/Ð

(5D0 - 7F1)] asymmetry ratio is higher, and it varies with
the doping concentration. Values calculated between 2 (for the
lower doping amount) and 4 (for the more concentrated com-
pounds) (Table S1, SI). The fact that the 5D0 - 7F2 emission
band is much more intense than the 5D0 - 7F1 emission band
suggests that the Eu3+ ion is in a lower symmetry environment.
For comparison, in the elpasolite Cs2NaEuCl6,60,61 where the
Eu3+ ion is octahedrally coordinated in a symmetrical distorted
environment by chloride ligands, the value equals 1.4. Values
higher than 2 have been reported for [C12mim]Cl, where Eu3+

has been introduced as chloride (2.9), perchlorate (2.9) and

triflate (3.2) and nitrate (4.8).56 As with increasing EuCl3 doping
in the bromide-based PIL, the asymmetry ratio increases, it is
concluded that at low EuCl3 concentrations upon dissolution
bromide is predominately present in the coordination sphere of
Eu3+, whilst at high EuCl3 concentration an increasingly mixed
halide coordination is occurring. The characteristics of the Eu3+

emission profiles do not vary greatly for different concentra-
tions of EuCl3 and EuBr3. However, the higher the dopant
concentration, the less intense the emission band from the
p* - p transitions of the imidazolium head groups as com-
pared to the emission bands from the f–f transitions of the Eu3+

ion as shown for in P-C3VimBr in Fig. 3. By comparing the
emission spectra of PILs bearing different alkyl chain lengths
on cation but featuring the same dopant concentration no
distinct changes can be noticed in terms of Eu3+ transitions
band profile.

The Tb3+ ion is known to be an efficient emitter of green
light originating from the electronic transitions from the 5D4

excited state to the 7FJ multiplet of the ground state.61 The
corresponding emission bands are apparent in the collected
emission spectra (Fig. 3). Like the Eu3+-doped PILs, the emis-
sion spectra of Tb3+-doped PILs demonstrate that the intensity

Fig. 3 Emission spectra of P-C3VimBr doped with different concentrations of EuCl3 (top, left), EuBr3 (top, right), TbCl3 (bottom, left) and TbBr3 (bottom,
right).
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of the emission bands from f–f transitions increases with increas-
ing dopant concentration, while the intensity of the emission
band from the p* - p transitions decreases (Fig. 3). The
excitation spectra of Eu3+ and Tb3+-doped PILs were recorded
by monitoring the most intense 7F0 - 5D2 transition at 610 nm
for the Eu3+ ion and the 5D4 - 7F5 transition at 547 nm for the
Tb3+ ion (Fig. 4). As expected, a series of excitation bands, which
can be ascribed to the characteristic f–f transitions of the
respective lanthanide(III) ion, is found. In addition, for both
Eu3+ and Tb3+-doped PILs, a broad band with a maximum at
315 nm, arising from the p - p* transitions of the imidazolium
head groups, is observed. The intensity of this excitation band
decreases as the dopant concentration increases. For the Tb3+-
doped PILs, an additional broad band at 280 nm, which has been
reported for the allowed f–d transition (7F6 - 9D).62 A different
behaviour was observed for EuBr3-doped polymers. In this case,
the imidazolium band was not evident in the excitation spec-
trum. Moreover, this transition (corresponding to 393 nm) was
the dominant one in the excitation spectra of the EuBr3-doped
compounds, while the EuCl3-doped series showed a highly
intense 7F0 - 5D2 transition. The differences in the excitation

spectra can be related to a different local symmetry of Eu3+ ion
and on a different influence of Cl� and Br�, as already discussed
for the emission spectra.

For both Eu3+ and Tb3+-doped PILs, direct excitation into the
band at 315 nm gives a noticeably brighter lanthanide(III)
emission and better-resolved spectra (Fig. 5). This may suggest
that an energy transfer process takes place in doped PILs,
whereby energy initially absorbed by the PIL is transferred to
the lanthanide(III) ion, which then emits visible light. This
process, illustrated in Fig. 6, would explain the apparently
much brighter lanthanide(III) emission, as the formally allowed
p - p* transitions in the PIL would absorb much more
radiation than the parity forbidden f–f transitions. Sensitiza-
tion of lanthanide(III) ions using organic molecules is widely
reported9,63 and used in different applications such as biola-
beling, solar cells, organic electroluminescent devices and
LEDs.64–67 Energy transfer from the imidazolium cation to the
lanthanide(III) ion has already been reported for ionic liquid
crystals.56 To further corroborate the energy transfer hypoth-
esis, time-resolved excitation spectra were collected with a delay
of 0.05 ms, thereby eliminating any effect from short-lived

Fig. 4 Excitation spectra of P-C3VimBr doped with different concentrations of EuCl3 (top, left), EuBr3 (top, right), TbCl3 (bottom, left) and TbBr3 (bottom,
right).
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multiplicities: s (singlet), d (doublet), t (triplet), q (quartet),
p (pentuplet), h (hexuplet), bs (broad singlet), dd (double
doublet) m (multiplet for unresolved lines). 1H-NMR chemical
shifts were referenced to the residual solvent signal for DMSO
(2.50 ppm) and 13C-NMR chemical shifts were referenced to the
solvent signal of DMSO (39.52 ppm).

Fourier transform infrared spectra (FTIR) were collected on
a Bruker Alpha-P ATR-spectrometer equipped with a diamond
crystal (Bruker, Ettlingen, Germany) in attenuated total reflec-
tion configuration. The data evaluation was carried out with the
program OPUS (Bruker, Ettlingen, Germany).

UV-vis absorption spectra were recorded on ethanol solutions
with an Agilent Technologies Cary 5000 UV-vis-NIR spectrophot-
ometer (Santa Clara, CA, USA) using 1 cm light-path quartz cuvettes.

Photoluminescence measurements were carried out on a
Horiba Jobin Yvon Fluorolog FL 3–22 spectrofluorometer (Hor-
iba JobinYvon, Longjumeau, France). In steady-state measure-
ments, a continuous xenon lamp (450 W) and an R928P PMT
detector were used for sample excitation and signal detection,
respectively. In time-resolved measurements, sample excitation
was realized with a pulsed xenon lamp.

Thermogravimetric Analyses (TGA) were performed with a
TG 449 F3 Jupiter (Netzsch, Selb, Germany). Measurements
were carried out in aluminum oxide crucibles with a heating
rate of 10 1C min�1 and nitrogen as purge gas with a flow rate of
40 mL min�1. Given temperatures correspond to a 5% onset
with a standard deviation of �1 1C.

Differential scanning calorimetry (DSC) was performed with
a computer-controlled PhoenixDSC 204 F1 thermal analyzer
(Netzsch, Selb, Germany). A heating rate of 5 1C min�1 was used
for the measurements that are carried from �60 1C to 150 1C
under an argon atmosphere supplied by a flow at a rate of
40 mL min�1. Cold-sealed and punctured aluminium pans were
used as sample containers. The samples were first cooled to
�60 1C. Given temperatures correspond to the onset of the
respective thermal process with a standard deviation of �0.5 1C.
Stated temperatures of glass transition correspond to the mid-
point with a standard deviation of �1 1C.

Powder X-ray diffraction (PXRD) data were recorded at
ambient temperature on a PANalytical X’pert PRO diffracto-
meter (Malvern Panalytical, Malvern, United Kingdom), operating
at 45 kV and 40 mA and using CuKa1 radiation. The data was

Fig. 9 Representative calculated colour coordinates for 10% EuCl3 in P-C3VimBr at different excitation wavelengths.

Fig. 10 Representative calculated colour coordinates for 10% TbBr3 in P-C3VimBr at different excitation wavelengths.
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recorded in reflection mode from 51 to 701 with a step size of
0.011 for 60 min with 0.55 s per step. The samples were
prepared by dispersing a ground powder on a zero-background
silicon wafer.

Synthetic procedures

General procedure for synthesis of ionic liquid monomers.
In a Schlenk flask was added 1-vinylimidazole (50 mmol,
1.0 eq.) and the respective alkyl bromide (60 mmol, 1.2 eq.).
The solution was then heated at 80 1C during 48 h. After cooling
to room temperature, the volatile sub-products were removed
under reduced pressure. All the ionic liquids were washed with
ethyl acetate (3 � 30 mL) and then dried under dynamic
vacuum for 24 h.

1-Ethyl-3-vinylimidazolium bromide C2VimBr. White powder.
1H-NMR (400 MHz, DMSO-d6): 1.44 (t, JH–H = 7.3 Hz, 3H), 4.26
(q, JH–H = 7.3 Hz, 2H), 5.40 (dd, JH–H = 8.4 Hz, JH–H = 2.3 Hz, 1H),
6.03 (dd, JH–H = 15.6 Hz, JH–H = 2.4 Hz, 1H), 7.36 (dd, JH–H = 15.7
Hz, JH–H = 8.8 Hz, 1H), 8.04 (t, JH–H = 1.9 Hz, 1H), 8.30 (t, JH–H =
1.9 Hz, 1H), 9.80 (t, JH–H = 1.6 Hz, 1H). 13C-NMR (101 MHz,
DMSO-d6): 14.8, 44.6, 108.6, 119.1, 122.9, 128.8, 135.0. nmax

(cm�1): 3131, 3055, 2989, 1660, 1581, 1544, 1458, 1417, 1376,
1345, 1330, 1302, 1258, 1185, 1167, 1136, 1048, 1032, 1010, 978,
926, 888, 854, 782, 715, 690, 634, 618, 595, 486. Tmelt = 64.3 1C.
Td = 276 1C.

1-Propyl-3-vinylimidazolium bromide C3VimBr. Colourless oil.
1H-NMR (400 MHz, DMSO-d6): 0.78 (t, JH–H = 7.4 Hz, 3H), 1.81
(h, JH–H = 7.3 Hz, 2H), 4.22 (t, JH–H = 7.2 Hz, 2H), 5.37 (dd, JH–H =
8.8 Hz, JH–H = 2.5 Hz, 1H), 6.07 (d, JH–H = 15.7 Hz, JH–H = 2.5 Hz,
1H), 7.38 (dd, JH–H = 15.7 Hz, JH–H = 8.8 Hz, 1H), 8.09 (t, JH–H =
1.7 Hz, 1H), 8.39 (t, JH–H = 1.9 Hz, 1H), 9.94 (s, 1H). 13C-NMR
(101 MHz, DMSO-d6): 10.3, 22.6, 50.5, 108.7, 119.2, 123.2, 128.6,
135.1. nmax (cm�1): 3413, 3124, 3053, 2965, 2877, 2726, 1650,
1570, 1548, 1494, 1456, 1414, 1371, 1347, 1311, 1272, 1229,
1170, 1115, 1088, 1046, 1007, 960, 915, 862, 834, 800, 754, 682,
649, 621, 597, 464. Tg = �40 1C. Td = 277 1C.

1-Butyl-3-vinylimidazolium bromide C4VimBr. White powder.
1H-NMR (400 MHz, DMSO-d6): 0.89 (t, JH–H = 7.4 Hz, 3H), 1.28
(h, JH–H = 7.4 Hz, 2H), 1.81 (p, JH–H = 7.5 Hz, 2H), 4.23 (t, JH–H =
7.2 Hz, 2H), 5.41 (dd, JH–H = 8.7 Hz, JH–H = 2.4 Hz, 1H), 6.01 (dd,
JH–H = 15.7 Hz, JH–H = 2.4 Hz, 1H), 7.34 (dd, JH–H = 15.6 Hz,
JH–H = 8.7 Hz, 1H), 8.00 (t, JH–H = 1.9 Hz, 1H), 8.27 (t, JH–H =
2.0 Hz, 1H), 9.72 (s, 1H). 13C-NMR (101 MHz, DMSO-d6): 13.3,
18.8, 31.0, 48.9, 108.6, 119.2, 123.2, 128.8, 135.3. nmax (cm�1):
3108, 3091, 3040, 2981, 2968, 2954, 2928, 2872, 2847, 1818,
1758, 1706, 1652, 1566, 1540, 1466, 1458, 1433, 1414, 1366,
1339, 1321, 1291, 1273, 1159, 1115, 1049, 1006, 983, 926, 881,
805, 739, 723, 681, 661, 636, 604, 510, 434. Tmelt = 81.6 1C.
Td = 264 1C.

1-Pentyl-3-vinylimidazolium bromide C5VimBr. White powder.
1H-NMR (400 MHz, DMSO-d6): 0.81 (t, JH–H = 7.1 Hz, 3H),
1.15-1.33 (m, 4H), 1.82 (p, JH–H = 7.3 Hz, 2H), 4.25 (t, JH–H =
7.3 Hz, 2H), 5.39 (dd, JH–H = 8.8 Hz, JH–H = 2.4 Hz, 1H), 6.06

(dd, JH–H = 15.6 Hz, JH–H = 2.4 Hz, 1H), 7.39 (dd, JH–H = 15.7 Hz,
JH–H = 8.8 Hz, 1H), 8.08 (t, JH–H = 1.8 Hz, 1H), 8.37 (t, JH–H = 1.9
Hz, 1H), 9.92 (s, 1H). 13C-NMR (101 MHz, DMSO-d6): 13.6, 21.4,
27.5, 28.8, 49.0, 108.6, 119.2, 123.2, 128.7, 135.2. nmax (cm�1):
3433, 3122, 3040, 2960, 2929, 2858, 1767, 1650, 1571, 1548,
1458, 1415, 1373, 1318, 1276, 1232, 1197, 1166, 1116, 1039,
1010, 963, 923, 868, 787, 750, 734, 694, 650, 620, 599, 488.
Tmelt = 51.8 1C. Td = 262 1C.

1-Hexyl-3-vinylimidazolium bromide C6VimBr. Colourless oil.
1H-NMR (400 MHz, DMSO-d6): 0.81 (t, JH–H = 7.2 Hz, 3H), 1.22
(s, 6H), 1.77–1.85 (m, 2H), 4.25 (t, JH–H = 7.3 Hz, 2H), 5.39 (dd,
JH–H = 8.4 Hz, JH–H = 2.4 Hz 1H), 6.06 (dd, JH–H = 15.6 Hz, JH–H =
2.4 Hz 1H), 7.39 (dd, JH–H = 15.7 Hz, JH–H = 8.8 Hz, 1H), 8.07 (t,
JH–H = 1.8 Hz, 1H), 8.36 (t, JH–H = 1.9 Hz, 1H), 9.91 (s, 1H). 13C-
NMR (101 MHz, DMSO-d6): 13.7, 21.8, 25.1, 29.0, 30.4, 49.1,
108.5, 119.2, 123.2, 128.7, 135.2. nmax (cm�1): 3416, 3052, 2955,
2929, 2858, 1651, 1570, 1548, 1458, 1414, 1338, 1315, 1273,
1168, 1119, 1084, 1006, 963, 917, 764, 730, 651, 622, 598, 477,
464. Tg = �35 1C. Td = 264 1C.

General procedure for synthesis for polymerization of ionic
liquid monomers. The polymerization of 1-alkyl-3-methylvinylimid-
azolium followed a modified literature procedure.47 In a typical
polymerization reaction, the respective monomer (5 mmol) was
dissolved in chloroform (30 mL). AIBN (azo-bis(isobutyro)nitrile)
(2 mol%) was added and the reaction mixture refluxed at 80 1C
for 48 h. Then the solvent was evaporated under reduced
pressure, and the remaining transparent polymers were dried
under dynamic vacuum.

Poly(1-ethyl-3-vinylimidazolium bromide) P-C2VimBr. Colour-
less solid. 1H-NMR (400 MHz, DMSO-d6): 1.38–1.52 (m, 3H),
2.33–2.67 (m, 2H), 4.13–4.64 (m, 3H), 7.65–8.06 (m, 2H), 9.48
(bs, 1H). nmax (cm�1): 3408, 3124, 3045, 2963, 2937, 1741, 1661,
1661, 1661, 1661, 1569, 1548, 1446, 1385, 1338, 1308, 1260,
1160, 1093, 1020, 961, 861, 799, 743, 647, 620, 478, 458, 444,
433. Td = 264 1C.

Poly(1-propyl-3-vinylimidazolium bromide) P-C3VimBr. Colour-
less solid. 1H-NMR (400 MHz, DMSO-d6): 0.92 (bs, 3H), 1.89 (s,
2H), 2.50 (bs (2H)), 4.10 (bs, 3H), 7.73–8.97 (m, 2H), 9.75 (bs,
1H). nmax (cm�1): 3406, 3121, 3049, 2964, 2934, 2876, 2446,
1637, 1568, 1548, 1455, 1435, 1384, 1368, 1345, 1310,
1261, 1160, 1110, 1020, 904, 864, 800, 741, 648, 621, 505, 467.
Td = 268 1C.

Poly(1-butyl-3-vinylimidazolium bromide) P-C4VimBr. Colour-
less solid. 1H-NMR (400 MHz, DMSO-d6): 0.94 (bs, 3H), 1.33 (bs,
2H), 1.87 (bs, 4H), 2.50 (bs (2H)), 4.14 (bs, 3H), 7.89 (bs, 2H),
9.75 (bs, 1H). nmax (cm�1): 3405, 3125, 3056, 2960, 2933, 2872,
1627, 1568, 1549, 1460, 1436, 1378, 1314, 1261, 1159,
1112, 1025, 949, 800, 746, 648, 622, 557, 537, 488, 472, 455,
403. Td = 266 1C.

Poly(1-pentyl-3-vinylimidazolium bromide) P-C5VimBr. Colour-
less solid. 1H-NMR (400 MHz, DMSO-d6): 0.92 (bs, 3H), 1.34 (bs,
4H), 1.90 (bs, 4H), 2.50 (bs (2H)), 4.13 (bs, 3H), 7.70–7.90 (m,
2H), 9.79 (bs, 1H). nmax (cm�1): 3413, 3122, 3051, 2956, 2929,
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2861, 1629, 1568, 1549, 1457, 1378, 1311, 1262, 1160, 1112,
1022, 930, 857, 798, 744, 648, 621, 532, 493, 453, 429, 411. Td =
262 1C.

Poly(1-hexyl-3-vinylimidazolium bromide) P-C6VimBr. Colour-
less solid. 1H-NMR (400 MHz, DMSO-d6): 0.89 (bs, 3H), 1.32 (bs,
6H), 1.88 (bs, 4H), 2.50 (bs (2H)), 4.13 (bs, 3H), 7.67–8.09 (m, 2H),
9.78 (bs, 1H). nmax (cm�1): 3407, 3125, 3053, 2955, 2927, 2857,
1626, 1569, 1549, 1457, 1377, 1311, 1262, 1231, 1160, 1113, 1024,
866, 819, 749, 647, 621, 526, 508, 461, 445, 422, 408. Td = 273 1C.

General procedure for synthesis of terbium halides. For the
preparation of terbium halides, the ammonium halide route70

was employed. In a typical reaction, Tb4O7 was dissolved in the
respective mineral acid (HCl/HBr) by heating to 100 1C. A
minimum 12-fold excess of ammonium halide was added to
the resulting solution. The water and acid were boiled off, until
an almost dry, pale-yellow solid remained. The decomposition of
the respective ammonium hexahalogenoterbate was achieved by
heating to 450 1C under dynamic vacuum for 24 h. For further
purification, terbium chloride was sublimed at 700 1C under
10�6 mbar. The purity of terbium halides was checked by PXRD.

General procedure for preparation of the luminescent
organic…inorganic hybrid materials. The main paragraph text
follows directly on here. The respective polymer (100 mg) was
dissolved in ethanol (10 mL) under vigorous stirring. The
lanthanide halide to be used was either dissolved or dispersed
in ethanol (10 mL). Following this, the homogeneous polymer
solution was split into four fractions (each of 2.5 mL). Each
fraction was then charged with the required volume of
lanthanide halide solution or dispersion to produce a lanthanide
halide dopant concentration of 1, 5, 10 and 20 mol% with respect
to one imidazolium equivalent in the polymer. After two hours of
intense stirring at room temperature, the solvent was removed,
and the samples were dried under dynamic vacuum for 48 h.

Conclusions

A simple route to luminescent organic–inorganic hybrid mate-
rials has been established by dispersing lanthanide(III) halides
in ionic liquid polymers based on 1-alkyl-3-vinylimidazolium
bromides. The resulting materials could be chemically
described as poly(1-alkyl-3-vinylimidazolium) cations with a
mixture of halide (X�) and halogenolanthanidate ([LnxXy]3x�y)
counterions. Photoluminescence measurements have shown
that energy transfer from the polymer itself to the dopant ion
is possible, leading to enhanced emission. Furthermore, the
prepared materials demonstrate tuneable colour emission ran-
ging from deep red (for Eu3+-doped PILs) through green (for
Tb3+-doped PILs) to blue (for undoped PILs) by altering the
excitation wavelength. This indicates a high potential of these
materials for applications.
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